Annex 1

ASSESSMENT OF DYES 

(in ppm of the commercial product or preparation)

Element



Concentration

Chromium (Cr)


100 

ppm

Manganese (Mn)


1000

ppm

Iron (Fe)



2500 

ppm

Cobalt (Co)


500 

ppm

Nickel (Ni)



200

ppm

Copper (Cu)


250 

ppm

Zinc (Zn)



1500 

ppm

Arsenic (As)


50 

ppm

Selenium (Se)


20 

ppm

Silver (Ag)



100 

ppm

Cadmium (Cd)


20 

ppm

Tin (Sn)



250 

ppm

Antimony (Sb)


50 

ppm

Barium (Ba)


100 

ppm

Mercury (Hg)


4 

ppm

Lead (Pb)



100

ppm

These limits do not reflect actual levels which are often much lower.

These limits do not apply to dyes containing a listed metal as an inherent part of it's molecular structure, e.g. metal-complex dyes or double salts of certain cationic dyes.
