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Table (1) Daily Production of Clinker According to Design Capacity 

	Clinker daily production of design capacity
	Grey
	White

	
	Dry
	Wet
	Dry
	Wet

	
	No: of Kilns
	Daily Prod.
	Daily Prod.
	No: of Kilns
	Daily Prod.
	No: of Kilns
	Daily Prod.

	1
	Toura Portland cement 
	3
	10000
	2000
	
	
	
	

	2
	Helwan Portland cement 
	2
	8400
	2000
	1
	750
	2
	300

	3
	Alexandria of cement 
	1
	3300
	2000
	
	
	
	

	4
	National cement 
	2
	8400
	2000
	
	
	
	

	5
	Assuit cement 
	3
	12000
	
	
	
	
	

	6
	Amria cement
	2
	8000
	
	
	
	
	

	7
	Suez cement
	3
	14000
	
	
	
	
	

	8
	Egyptian cement 
	4
	16800
	
	
	
	
	

	9
	Cement of Beni Sweif 
	1
	3500
	
	
	
	
	

	10
	Cement of Sinai
	1
	4000
	
	1
	1400
	
	

	11
	Misr Beni Sweif of cement 
	1
	4200
	
	
	
	
	

	12
	Misr for cement Quina 
	1
	4200
	
	
	
	
	











Environics

June 2002

